
 

 

 

Experimental study of bituminous mastic 
behaviour using different fillers based on the 
UCL method 
 
Movilla-Quesada, D., Vega-Zamanillo, A., Calzada-Pérez, M. A. & 
Castro-Fresno, D. 
 
Published PDF deposited in Coventry University’s Repository  
 
Original citation:  
Movilla-Quesada, D, Vega-Zamanillo, A, Calzada-Pérez, MA & Castro-Fresno, D 2013, 
'Experimental study of bituminous mastic behaviour using different fillers based on the UCL 
method' Journal of Civil Engineering and Management, vol. 19, no. 2, pp. 149-157. 
https://dx.doi.org/10.3846/13923730.2012.734848 
 
 
DOI     10.3846/13923730.2012.734848 
ISSN    1392-3730 
ESSN   1822-3605 
 
 
Publisher: Taylor & Francis 
 
 
Copyright © 2019 The Author(s). Published by VGTU Press. 
 
This is an Open Access article distributed under the terms of the Creative Commons 
Attribution License (http://creativecommons.org/licenses/by/4.0/), which permits 
unrestricted use, distribution, and reproduction in any medium, provided the original 
author and source are credited. 
 
Copyright © and Moral Rights are retained by the author(s) and/ or other copyright 
owners. A copy can be downloaded for personal non-commercial research or study, 
without prior permission or charge. This item cannot be reproduced or quoted extensively 
from without first obtaining permission in writing from the copyright holder(s). The 
content must not be changed in any way or sold commercially in any format or medium 
without the formal permission of the copyright holders. 



EXPERIMENTAL STUDY OF BITUMINOUS MASTIC BEHAVIOUR USING
DIFFERENT FILLERS BASED ON THE UCL METHOD
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Abstract. This research demonstrates that the use of suitable amounts of calcium hydroxide as an additive in
asphalt mixtures can improve the aggregate-bitumen adhesion, forming a bituminous mixture which is more
resistant to traffic loads and the action of water.
The analysis was performed using the UCL method and the Cantabrian Test, taking as a case study three types of
filler with different natures, mixed with 4.5% bitumen. The results are presented as state curves, which show clear
differences between the three fillers, demonstrating that the hydroxide suffers small wear losses in concentrations
close to 1.3%, indicating a significant reduction in the risk of plastic deformation, and an improvement in the
mixture durability and/or adhesiveness.
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1. Introduction

Many of the defects found in roads are related to the

fragility of pavements which deteriorate over time due to

external conditions or the poor properties of the

materials used. The purpose of this research is to

develop a bituminous mixture, which is immediately

applicable in top coats, improving its resistance and pro-

perties by analyzing the aggregate-bitumen adhesion.

The use of calcium hydroxide for the preparation

of bituminous mixtures in Europe is uncommon

compared with the U.S.A. Some countries such as

the Netherlands, Austria and Germany (Kunesch et al.

2007) have roads with bituminous mixtures prepared

with calcium hydroxide in their composition and they

show good mechanical properties and successful

results throughout their life cycles (Hicks et al.

2003). However, in Spain the use of calcium hydroxide

is restricted to Formula 1 circuits such as Valencia or

Alcañiz, but has not yet been used on highways, in

which cement is preferred (Molenaar et al. 2010).

In 2007 the Polytechnic University of Catalonia in

partnership with the University of La Plata (Argentina)

presented a series of results related to a functional

method called ‘‘Universal Caracterización de Li-

gantes’’ (Universal Binder Characterization) better

known as the UCL method, in which they showed

that if the filler volume ratio did not exceed Cv/Cc,

there would be a good aging resistance (Lee et al. 2008).

The development of this method has led to a

variation in the kinds of filler used (Miró-Recasens

et al. 2005). An experimental study carried out by the

University of Catalonia used of crumbed rubber as a

filler in asphalt mixtures and the results showed that

this type of filler decreases the compactness of the

mixture and were responsible for producing greater

losses in the Cantabrian test.

Calcium hydroxide reduces the risk of plastic

deformations, thus improving the aggregate/bitumen

adhesion resistance due to the water effect. However,

not only will calcium hydroxide be used to perform

these tests, but it will also be compared with cement

and calcium carbonate, the most common materials

used in highway applications (Bocci et al. 2011).

2. Materials and methods

2.1. Filler characterization

The characterization tests were performed in the

Airports and Roads Laboratory in the University of

Cantabria, using the UCL method to study the
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behavior of the different fillers in the bituminous

mastics. Both intrinsic and extrinsic properties of

fillers in the mastic were determined.

The fillers used were as follows: Calcium hydro-
xide CL 90 (CaO�MgO ]90), quarried calcium

carbonate and CEM II/A-L 32.5R (Limestone Portland

cement and 32.5 MPa of compression resistance) in

accordance with the EN 197-1 (2000) standard.

The apparent density and specific mass was

found by the toluene test, according to the standard

NLT 176 (1992). The degree of filler activity was

related to its fineness from the viewpoint of binder
stabilization in the filler-bitumen system. Therefore,

the apparent density values of the three fillers should

be in a range of values between 0.5 and 0.8 g/cm3, as

correspond to an average activity suitable for use in

asphalt mixtures. In this case, the calcium hydroxide

and calcium carbonate were outside the range as they

have a lower specific mass than the cement and greater

fineness, which leads to their hydrophilic character.
However, as they are artificial mineral fillers, these

results do not cause any problem in their character-

ization. The specific mass of each filler was calculated

according to the Argentinian standard IRAM 1542

(1992) (Páez-Dueñas et al. 2009).

2.2. Bituminous mixtures

Bituminous mixtures have an AC 16 S grain-size

distribution with ophitic aggregate and a void percen-
tage that depends on the filler used. According to the

standard, the void volume for top coats must be

between 4 and 6%. However, it should be noted that

the manufacture of the Marshall sample for the

Cantabrian test was less strict as it was compacted

using 50 strikes for each face, which implies an increase

of voids. 4.5% B 60/70 (60�70 Range of penetration

bitumen at 25 8C) bitumen was used for mixing, which
is characterized by the properties listed in Table 1.

The worst-case of in-situ compaction was chosen

for experimentally comparing similar compacted

samples.

2.3. UCL Method

The UCL method analyzes the behavior of bitumen

and filler in the mixture using the attrition results

obtained by the Cantabrian test, indirectly evaluating

other properties such as adhesion, thermal suscept-

ibility and aging.

When making the mixture of bitumen and filler,

an increase was produced in binder power and viscosity,
but not always the best possible way (Radziszewski

2007). Many studies performed to today only take into

account the size and plasticity of the filler using filler/

bitumen mass ratios, which are determined without

taking into account other properties such as density,

porosity or nature (Valdés et al. 2011).

2.3.1. Dry and water immersion adhesion

The aim of this test is to study the resistance of the

mixture to the action of water. This parameter

depends on the cohesion and the wrapped to produce

the bitumen on the aggregate, as the water, its

properties, is able to separate the compounds and

decrease the cohesion of the mixing.

The nature of the filler is one of the most

important properties when carrying out any analysis
of the effect produced in the bituminous mastics. The

chemical activity that occurs through contact between

the filler and the water is very important in the

subsequent behavior of the colloidal system. There-

fore, the plastic nature of fillers more related to water

bitumen tends to produce poor conditions in the mix,

since having an affinity for water will separate from

the binder and result unwrapped phenomenon result-
ing in disintegration of the material, and therefore a

life cycle too short of placing.

The nature of the filler is one of the most

important properties in any analysis of the effect

produced in the bituminous mastics. The chemical

activity that occurs through contact between filler and

water is very important in the subsequent behavior of

colloidal system. Therefore the fillers of plastic nature
more related to water comparing with the bitumen,

tend to produce poor conditions in the mix, since

having an affinity for water will separate from the

binder and result unwrapped phenomenon that will

lead to disintegrations the material, and therefore a

short life cycle (Muniandy et al. 2009).

The material losses were calculated using the

Cantabrian test, having different volume ratio and
therefore different amounts of filler in each one. The

increase in these losses is directly related to the nature,

porosity and density of the fillers.

2.3.2. Effect of aging temperature

The UCL method enables the analysis of the aging

and wear resistance of mixtures and disintegration, as

the bitumen loses properties due to the effect of time

and temperature. In this test, the samples were tested
at a temperature of 163 8C during time intervals of 0,

5, 20, 40 and 72 hours with different amounts of filler,

before the attrition loss test (Devecseri 2010).

Table 1. Specific properties of bitumen

Test Standard Results

Penetration 25C [0.1 mm] NTL 124 65.0

Softening point (C) NTL 125 49.9

Fraas breaking point test (C) NTL 182 �16.0

Penetration index NTL 181 �0.6
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2.3.3. Thermal susceptibility

The viscosity is an important parameter to consider in

construction work, as the pavement will be located in

areas with a certain variation in temperature (Chen

et al. 2011).

Therefore, the Cantabrian test was carried out

according to the thermal susceptibility of the mixture,

using temperatures ranging from below the point of

fragility of bitumen to values above its softening point

(�16 and 49.9 8C respectively). The following tem-

peratures were used: �29, �3, 10, 20, 40 and 60 8C.

2.3.4. Volume concentrations

The different volume concentrations of each filler

were determined from the percentage of bitumen used

in the aggregate. According to the technical specifica-

tions, the maximum ratio by weight of the AC16S

filler-bitumen mixture must correspond to 7% (ap-

proximately 54 g), thus determining the maximum

volume ratio for each filler.

2.3.5. Critical concentration

After obtaining the results of the specific weights of

each filler, the test was performed to obtain the

different critical concentrations.

To calculate the relation between the filler

incorporated volume and the optimal filler volume,

it is necessary to calculate the critical concentration of

each one (Vikan et al. 2007). The critical concentra-

tion is the ratio between the actual volume of filler and

its apparent volume in a bituminous mixture above

which it begins to lose its viscous character IRAM

1542 (1992):

Cc ¼
Pf

Va � c
; (1)

where: Cc � critical concentration; Pf � weight of the

filler (gr.); Va � apparent volume of the filler obtained

from kerosene sedimentation test in 24 hours; g � unit

weight of filler (g/cm3).

Table 2. Results obtained from the different samples

Apparent density Voids

Unit

weight

(g/cm3)

Critical

concentration Cv/Cc

Average

value

(g/cm3)

Standard

deviation

(g/cm3)

Variation

coefficient

(%)

Average

value (%)

Standard

deviation

(%)

Variation

coefficient

(%)

C
a

(O
H

) 2

2.35

0.14 0.5 2.305 0.007 0.29 8.593 0.248 0.0289

1 2.318 0.011 0.47 7.583 0.426 0.0562

1.5 2.319 0.014 0.60 7.195 0.601 0.0835

2 2.334 0.020 0.86 8.418 0.344 0.0408

2.5 2.273 0.019 0.84 8.632 0.280 0.0324

C
em

en
t

3.00

0.31 0.25 2.317 0.010 0.45 8.700 0.204 0.0235

0.5 2.330 0.020 0.86 7.732 0.260 0.0336

0.75 2.350 0.011 0.47 8.677 0.259 0.0299

1 2.355 0.020 0.87 7.350 0.336 0.0457

1.1 2.383 0.023 0.94 6.662 0.321 0.0482

C
a

(C
O

) 3

2.80

0.28 0.25 2.301 0.012 0.52 8.700 0.223 0.0256

0.5 2.315 0.014 0.60 7.732 0.220 0.0284

0.75 2.346 0.008 0.35 6.843 0.289 0.0423

1 2.373 0.008 0.33 8.350 0.296 0.0355

1.2 2.377 0.018 0.76 6.662 0.139 0.0209

Table 3. Losses produced in adhesiveness test when dry and

after water immersion

Cv/Cc Dry losses (%)

Water immersion

losses (%)

C
a

(O
H

) 2 0.5 8.8 44.6

1.0 14.8 53.6

1.5 11.0 18.2

2.0 19.7 27.1

2.5 45.1 47.6

C
em

en
t

0.3 10.5 30.9

0.5 8.1 9.0

0.8 7.6 8.1

1.0 14.3 5.6

1.1 1.1 2.9

C
a

(C
O

) 3

0.3 11.9 47.3

0.5 13.2 23.1

0.8 9.7 6.8

1.0 9.6 12.1

1.2 6.7 8.0
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Fig. 1. State curves of mixtures with calcium hydroxide as filler
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2.3.6. State curves

The state curves are tools used to analyze the results

obtained from the UCL method, showing the evolu-

tion of losses obtained from the Cantabrian test for

each time interval at a specific temperature. Using

these curves, the variations produced in the slope of

the curve were analyzed as the aging of filler and

bitumen takes place.

3. Results and discussion

The manufacturing process in the laboratory was

performed evenly, producing a series of three samples

for each type of concentration and filler.

Table 2 shows the average value, standard devia-

tion and apparent density and void percentage varia-

tion coefficient for each of the series of the three types

of filler used.

The study sample deviation of the mixture

containing calcium hydroxide, to study the apparent

density and voids was less than 0.86% and 8.35%

respectively to the mean value obtained. However, for
mixtures of cement and calcium carbonate the values

were no greater than 0.94�4.82% and 0.76�4.23%,

respectively.

3.1. Adhesiveness when dry and after water immersion

A series of three samples was made for each volume

ratio, testing them using the Cantabrian test at
300 rpm and a temperature of 25 8C. Once the dry

adhesiveness tests were performed to immersion in

water.

Fig. 2. Losses/temperature produced in samples with cement Fig. 3. State curves for mixtures made with calcium

carbonate as filler
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The three samples of each volume ratio were

submerged in a water bath at a temperature of 60 8C
for 24 hours. After this time, the samples were left for

24 hours at 25 8C to be tested later.

Table 3 shows the results obtained in tests when

dry and after water immersion tests.

The maximum value of loss is below 50% in

submerged mixtures indicating that the use of calcium

hydroxide as filler does not reduce the mixture’s

adhesiveness. Calcium hydroxide is an alkaline mate-

rial and therefore combines well with the acidic

bitumen and aggregate. After water immersion was

showed a tendency of the adhesiveness to increase

when the filler content was higher. The bitumen

contains catalysts which are captured by calcium

hydroxide in the oxidation process. The polar mole-

cular generated during aging are the cause of the

stiffening of the mastic, but being captured by the

hydroxide are completely void.

Once the basic reaction with water was pro-

duced, excess lime did not provide any positive effect

on the adhesiveness, but the excess filler occupies the

voids an extreme may be formed ruts, hence the losses

are highest for maximum values of filler, with no

internal friction of gross particles.

In the case of cement, the higher the filler content

in the dry lower losses occur. The mastic saturation

value is very close to the maximum filler/bitumen ratio

allowed by the Spanish Highways Agency (2007) for

binder because of their behavior; the best adhesiveness

is obtained with a high saturation level. The behavior

of the cement after water immersion is totally contrary

to the lime behavior in the produced losses. This is

because, when more cement is added, it reacts

positively with the water creating a suitable binder

for the adhesiveness is high and both the values of

losses are small relative filler/bitumen high.

The Calcium carbonate maintained the loss in a
low range and the curves roughly present pending.

The chemical reactions with bitumen are responsible

for the good adhesiveness of the mixture. In contrast,

the results after water immersion were not satisfac-

tory, since the water adversely affects the bond

between the filler and bitumen.

3.2. State curves. Effect of aging and the type of filler

on thermal susceptibility

The state curves demonstrate the cohesive properties
of the mixture from the analysis of the thermal

susceptibility of bitumen exposed to temperatures of

�29, �3, 10, 20, 40 and 60 8C over different times.

Once the test is developed state were performed

the state curves which represent the losses that occur

for each range of temperature and aging. It was

analyzed in this way, the thermal susceptibility of

aging from occurring in the bitumen and filler.
Fig. 1 shows the state curves for different

concentrations of calcium hydroxide as filler. The

maximum temperature used was 163 8C, the same for

all concentrations. At higher concentrations of cal-

cium hydroxide the losses were below 50% to reach the

‘‘overfilling’’, in this moment the losses increase for

all the temperatures to reach losses of 100% for Cv/Cc

of 2.5.
The mixes with cement had different behaviour.

A test was performed for concentrations of 0.25, 0.5,

0.75, 1 and 1.1.

Fig. 2 shows that more content of cement and

more temperature minor losses produced in the

mixtures. However, when the samples were tested at

low temperatures for a period of 72 hours, an increase

was produced in their degradation.
The mixtures made with calcium carbonate as

filler reached higher than the previous losses. There

was a significant increase in losses when the tempera-

ture was lowered, while at higher temperatures and for

longer times, the losses remained more or less

constant. Comparing with mixtures made with cal-

cium hydroxide was saved some relation, although the

same concentration is much greater the weight of
calcium carbonate than the lime.

Fig. 3 shows the losses produced for Cv/Cc of

0.25 and 1 of calcium carbonate as filler.

Fig. 4 shows the differences in behaviour for each

filler for a Cv/Cc of 1 at different temperatures during

a period of 40 hours using the same bitumen.

At high temperatures, the calcium hydroxide

shows better behavior than the cement and calcium
carbonate, but the losses tend to increase when it

exceeds 160 8C, at which time the mastic begins to

stiffen and therefore causes a greater loss of material.

Fig. 4. Losses produced for each filler in a period of 40

hours
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Fig. 5. Losses produced at �3 and 163 8C for each fille
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3.3. Optimal filler content determination

Fig. 5 shows the influence of the volumetric ratio for

each temperature, taking into account the losses

produced by the Cantabrian test. For a temperature

of �3 8C the optimal value was for Cv/Cc of 1.5

leading to increased losses afterwards due to the

‘‘overfilling’’.
For a temperature of 163 8C, the values of losses

reached are also given for the case of 1.5, rising to

losses of 100% for concentrations of 2.5.

Fig. 6 shows an analysis of the time that was

necessary to obtain the same losses as if they were

tested without filler and temperature influence. From

the maximum values obtained in each curve, the

volume concentration responsible for a greater resis-
tance to aging can be determined.

4. Conclusions

The study carried out on the behavior of asphalt

mixtures with different content of filler was performed
from the Universal Method of Binder Characteriza-

tion (UCL). Through this investigation have been

conducted different tests that allowed analyzing the

adhesiveness, attrition and aging under the influence

of different factors.

This is simplified tests in which Marshall samples

are tested at Cantabrian test producing mass loss

which can obtain indirectly the parameters of interest

for this research.
The behavior of calcium hydroxide as filler for

mixtures of 16S AC type is affected by temperature

and time. The best values of thermal susceptibility and

aging are given for Cv/Cc close to 1 and 1.5, as the

losses are less than 50%. For higher Cv/Cc concentra-

tions, the losses increase, which indicates that ‘‘over-

filling’’ of the mastic is produced, which can be

harmful as it begins to cause stiffening of the

bituminous mastic.

However, if the adhesiveness parameter is ana-

lyzed for roads located in dry places, calcium hydro-

xide may be applicable, but in other places with a level

of moisture and rainfall, another type of testing would

be required as water sensitivity as to provide greater

security for your application.

Otherwise, analyzing the different fillers versus

time and temperature, with a concentration very close

to each one of them, calcium hydroxide is more

Fig. 6. Determination of the optimal filler content, analyzing the time to obtain 45% losses
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durable than compared to higher temperatures, which

indicates that if used in a suitable proportion may be

very profitable when using it at work.
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Miguel Ángel CALZADA-PÉREZ. Professor of the School of Civil Engineering of the University of Cantabria (Spain).

He is a specialist in bituminous mixtures and pavements. He was one of the creators of the porous asphalt mixtures in the

80’s, nowadays globally recognized. In his thesis he developed the Cantabrian test which is internationally normalized

and also designed a device called permeometer used to check the porosity in the asphalt mixtures.

Daniel CASTRO-FRESNO. Professor of Construction Engineering and Technical Manager of the Construction

Technology Research Group (GITECO in Spanish), from the School of Civil Engineering of the University of

Cantabria. He is the author of more than 30 scientific papers and has transferred the results of his investigations to

the business sector by 12 patents. His lines of research deal with the development of new construction technologies in

roads, as well as with the research of new systems of optimization and collection of renewable energies in roads.

Journal of Civil Engineering and Management, 2013, 19(2): 149�157 157

http://dx.doi.org/10.1016/j.conbuildmat.2010.07.007
http://dx.doi.org/10.3311/pp.ci.2010-1.06
http://dx.doi.org/10.1139/L08-045
http://dx.doi.org/10.3141/1901-02
http://dx.doi.org/10.1061/(ASCE)MT.1943-5533.0000021
http://dx.doi.org/10.1061/(ASCE)MT.1943-5533.0000021
http://dx.doi.org/10.1061/(ASCE)MT.1943-5533.0000021
http://dx.doi.org/10.1061/(ASCE)MT.1943-5533.0000021
http://dx.doi.org/10.1016/j.conbuildmat.2010.09.016
http://dx.doi.org/10.1016/j.cemconres.2007.08.011

	Experimental study  cs
	EXPERIMENTAL STUDY pdf



