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A perspective on MXenes: Their synthesis, properties and recent applications 

Konstantina A. Papadopoulou,1 Alexander Chroneos,1, 2 David Parfitt,1 and Stavros-Richard G. Christopoulos1, ∗ 
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Since 2011, after the discovery of new ceramic two-dimensional materials called MXenes, the 
attention has been focused on their unique properties and various applications, from energy storage 
to nanomedicine. We present a brief perspective article of the properties of MXenes, alongside the 
most recent studies regarding their applications on energy, environment, wireless communications 
and biotechnology. Future needs regarding the current knowledge about MXenes are also discussed 
in order to fully understand their nature and overcome the challenges that have restricted their use. 
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I. INTRODUCTION 

MXenes are a new type of material that was first dis-
covered in 2011 after chemically etching a MAX phase1 . 
The first MXene was discovered1 when the A-layer of a 
MAX phase was removed leaving behind two-dimensional 
(2D) flakes with the general formula Mn+1XnTx, (n = 
1, 2, 3), where T stands for a surface termination, more 
commonly fluorine (F), hydroxyl (OH), or oxygen (O) 
atoms2 . MXenes, therefore, are a family of 2D crys-
talline materials with theoretically infinite lateral dimen-
sions but atomically thin thickness, whose terminations, 
i.e., the surface atoms, make them exhibit different prop-
erties. 
The first MXene discovered was the titanium carbide 

(Ti3C2) at Drexel1 . Since then, the field has grown with 
studies of MXenes trying to shed light into their prop-
erties and applications. Useful in energy storage, elec-
tromagnetic shielding, biology and environmental appli-
cations like potable water, MXenes are promising candi-
dates for substituting current materials. It is the scope 
of this paper to provide an overview of the synthesis and 
applications of MXenes, as well as a description of the 
latest discoveries in the field. In Section II, methods 
used for obtaining MXenes from the corresponding MAX 
phases are described, while Sections III and IV refer to 
MXenes’ properties and some of their most recent appli-
cations respectively, discussing their promise regarding 
energy storage and conversion. Finally, in Section V, we 
conclude this perspective article with a description of the 
gaps in the current knowledge, and issues that need to 
be addressed in order for MXenes to be widely used. 

II. METHODS TO OBTAIN MXENES 

A MAX phase is a layered structure of carbides and ni-
trides with the general formula Mn+1AXn, (n = 1, 2, 3), 
where M is an early transition metal (groups 3-7 in the 
periodic table), A is an element belonging in the A-group 
of the periodic table, and X is either carbon (C) or ni-

trogen (N)3–5 (see bottom panel of Fig. 1). The most 
common practice to obtain MXenes is by wet chemi-
cal etching of atomic layers from a multi-layered MAX 
phase, considering that, in a MAX phase, the layer-to-
layer bonding is much weaker than the intralayer one. 
Initially, the MAX phase is soaked in an acid that de-
stroys the bonds between the transition metal and the A 
element. 

Experiments determined6 that MXenes obtained via 
wet chemical etching exhibit higher electronic conductiv-
ity and have fewer atomic defects. However, the proce-
dure is only useful for carbon-based MXenes as it fails to 
remove the A-layer from nitride-based MAX phases. 

The first etchant used was hydrofluoric acid (HF)2,7,8, 
a material which is considered dangerous to the envi-
ronment. Therefore, the need arose to find different 
etchants. A safer mixture of hydrochloric acid (HCl) 
with lithium fluoride (LiF) started being used in 20149 . 
The problem remained though, because HF gases are pro-
duced in situ2 . The issue was solved by the development 
of different methods to bypass the use of HF. These meth-
ods are discussed below. 

A. Urea Glass Route 

Ma et al.10 in 2015, synthesized Mo2C and Mo2N MX-
enes from the metal precursor MoCl5 using the urea glass 
route. They added ethanol into the precursor, thus caus-
ing its reaction with the alcohol in order to form Mo-
orthoesters. Solid urea was then added to the solution 
and the mixture was stirred until the urea was fully sol-
ubilized. The gel-like result was then heated at 800 ◦C 
under a N2 gas flow, and afterwards calcinated. Silvery 
black powders were obtained. 

Ma et al.10 performed X-ray diffraction (XRD) on the 
samples, and no other crystalline side phases, e.g. MoOx, 
were observed, a fact that meant that the powders had 
high purity. 
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B. Chemical Vapor Deposition 

Also in 2015, Xu et al.11, developed a chemical vapour 
deposition (CVD) process to obtain MXenes, using 
methane as the source for C, and a Cu foil above a Mo foil 
as the substrate. They experimented at a temperature 
above 1085 ◦C. During CVD, the decomposition of chem-
icals on the surface of the substrate leads to deposition, 
from the vapour phase, of films of materials. The high 
temperature used, allowed the Cu foil to melt so that a 
Mo-Cu alloy was formed at the liquid Cu/Mo interface. 
This resulted in Mo atoms diffusing to the surface of the 
liquid Cu, thus forming Mo2C crystals after reacting with 
the C atoms produced by the decomposition of methane. 
However, the produced material, although it had MXene-
like structure, was in fact a 2D transition metal carbide 
with larger area than the thus far produced nanosheets 

11that reach up to 10 µm . 

Xu et al.11 obtained 2D ultrathin α - Mo2C crystals a 
few nanometres thick, and with lateral sizes larger than 
100 µm. They were able to control the thickness via the 
concentration of methane used. The resulted MXene-like 
material was free of defects, and its superconductivity 
was stable when the material came in contact with air 
for a few months11 . 

C. Molten Salt Etching 

The first time the molten salt etching method was used 
for MXenes was in 201612 . Urbankowski et al.12 mixed 
Ti4AlN3 powder with a fluoride salt mixture in a 1:1 mass 
ratio and heated the mixture at 550 ◦C for 30 min. They 
found five different fluoride phases containing Al, but the 
absence of Ti-containing fluorides, confirmed the selec-
tivity of etching. To dissolve the Al-containing fluorides, 
they used diluted sulphuric acid (H2SO4) and the etch-
ing products were then removed by washing with deion-
ized water and then centrifugation and decanting. The 
XRD pattern showed that almost all the fluoride salts 
were removed and that the resulting powder contained 
Ti4N3T , where T stands for either OH or F surface ter-x

minations, and still unetched Ti4AlN3. To further de-
compose the layered Ti4N3T MXene, the powder was x 
mixed with tetrabutylammonium hydroxide (TBAOH) 
which was then removed by washing with deionized water 
and then centrifuged and decanted. Deionized water was 
added to the remaining powder, which was then probe 
sonicated and centrifuged. The result was finally filtered 
and the smaller unlayered Ti4N3T flakes (T = OH, F )x 
were collected. 

The resulted MXene showed more atomic defects than 
the one obtained through HF-etching, which reduce the 
value of breaking strength of the material. 

D. Hydrothermal Synthesis in an aqueous NaOH 
solution 

Li et al.13 reported in 2018 a method to obtain Ti3C2T
MXene from the Ti3AlC2 MAX phase, assisted by sodium 
hydroxide (NaOH). In this method, the hydroxide anions 
(OH – ) attack the Al layers, that results in the oxidation 
of the Al atoms. The Al hydroxides Al(OH) –4 produced 
are then dissolved in alkali and the exposed Ti atoms are 
terminated by OH or O. However, the process allows for 
new Al hydroxides to be formed that are confined into 
the lattice from the Ti layers and cannot further react 
anew with the OH – . The problem was eliminated with 
the application of a series of hydrothermal temperatures 
and concentrations of NaOH water solutions under an 
argon atmosphere. 

The MXenes obtained through this hydrothermal pro-
cedure, have more OH and O terminations than their 
HF-etching counterparts, and this significantly enhances 
their performance as supercapacitors. 

E. Electrochemical Synthesis at Room 
Temperature 

Yang et al.14 in 2018, first proposed an electrochemi-
cal method without the use of F for the delamination of 
Ti3C2 in a binary aqueous electrolyte. They constructed 
a two-electrode system with bulk Ti3AlC2 as anode and 
cathode. Only the anode underwent the etching process 
and produced Ti3C2Tx. To avoid the fact that the etch-
ing only takes place on the surface15 and allow the elec-
trolyte ions to diffuse into the deeper layers of the anode, 
they used a mix of 1 M NH4Cl and 0.2 M tetramethylam-
monium hydroxide (TMAOH) with a pH > 9. Applying 
a low potential of +5V , the bulk anode was gradually 
delaminated. Afterwards, the sediment and suspended 
powders of Ti3C2T were ground and transferred into x 
25% w/w TMAOH in order to get individual sheets of 
Ti3C2Tx. 

The resulted MXenes exhibited an electrical conductiv-
ity similar to that of the ones produced after the use of 
HF or HCl/LiF9 . However, the electrochemical method 
appears to be the most promising one regarding the over-
all etching yield, as up to 60% of the bulk material can 
be transformed into Ti3C2T

14 .x 

In Figure 1 we see the Ti3AlC2 MAX phase alongside 
the Ti3C2 resulted bare MXene where the Al layers have 
been removed. In Fig. 2, the terminated Ti2CT2 and 
Ti3C2T2 MXenes16 are showed. 

Finally, Fig. 3 shows the timeline of the etching meth-
ods used to produce MXenes until 201718 . 
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FIG. 1: The primitive cell of a M3AC2 MAX-phase17 (top 
left panel), alongside the primitive cell of the resulted M3C2 

MXene17 (top right panel). The blue spheres represent the M 
atoms, the red the A atoms, and the brown the C atoms. The 
bottom panel indicates the location, in the periodic table, of 
the components of a MAX phase. 

III. MXENE PROPERTIES 

A. Mechanical Properties 

Depending on the surface terminations, the mechanical 
properties of an MXene may show significant differences. 
Bai et al.16, determined for Ti2C and Ti3C2 that there 
is a stronger interaction between the O terminations and 
Ti atoms than in the F or OH terminated MXenes. In 
addition, the O-terminated MXenes have very high stiff-
ness, and this is attributed to the bonding strength be-
tween Ti-O, which is higher than in the Ti-OH and Ti-
F cases. Magnuson et al.19 also found that the surface 
groups withdraw charge from the Ti-C bonds and weaken 

FIG. 2: Side and top views of crystal structures of a 2D MX-
ene monolayer: (a) Ti2CT2 and (b) Ti3C2T2. Republished 
with permission of the Royal Society of Chemistry, from De-
pendence of elastic and optical properties on surface termi-
nated groups in two-dimensional MXene monolayers: a first-
principles study, Bai, Y., Zhou, K., Srikanth, N., Pang, J. H., 
He, X., Wang, R., 6(42), 2016; permission conveyed through 
Copyright Clearance Center, Inc. 

them. In particular, they found that the Ti-C bond is 
longer in Ti2C-T than in Ti3C2-T , a fact they suggest x x

could affect the elastic properties of the materials. The 
authors also suggested that the modification of the bond 
strength can be used to optimize the elasticity. In addi-
tion, Zha et al.20 suggested that O-terminated MXenes 
should be the first choice for applications regarding struc-
tural materials, supercapacitors and so on, due to their 
larger mechanical strength. 
Regarding the strain MXenes can withstand, 

Chakraborty et al.21 showed that boron (B) doped 
Ti2CO2, where B substitutes the C atoms, exhibits 
higher critical strain (by about 100%) compared to the 
bare MXene. This fact is attributed to a weaker Ti-B 
bond when compared to the Ti-C bond. Theoretically, 
Ti2CO2-based composites have been found to withstand 
large strain under uniaxial and biaxial tension22 . 
Moreover, Yorulmaz et al.23, by calculating the Young 

modulus noted that, for the carbides, the MXene gets 
stiffer as the mass of the transition metal M increases. 
This result could not be replicated for the nitrides. 
The vast majority of carbide-based MXenes are con-

sidered mechanically stable, which is not the case for 
nitride-based MXenes. In general, single MXene flakes 
are unstable in environments that contain oxygen and 
water24,25. However, they are relatively stable in water 
where oxygen has been removed or in dry air. 
MXenes in general have lower strength and stiffness 

than graphene. Despite this fact, molecular dynamics 
calculations have predicted high enough rigidity for Ti2C, 
Ti3C2 and Ti4C3 MXenes, so that applied surface tension 
is not enough to overcome it26–28 . In Fig. 4, we can see 
the bending rigidity of the Tin+1C MXenes, graphene n 
multilayers, and MoS2 as a function of their thickness. It 
is clear that the thicker MXene nanoribbons have higher 
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FIG. 3: Timeline of the etching methods used to produce MXenes since the first discovery in 2011, and up to 2017. Reprinted 
from Chem, 5 (1), Peng, J., Chen, X., Ong, W. J., Zhao, X., Li, N., Surface and heterointerface engineering of 2D MXenes 
and their nanocomposites: insights into electro-and photocatalysis, 18-50, Copyright (2019), with permission from Elsevier. 

FIG. 4: The bending rigidity of the Tin+1Cn MXenes, 
graphene multilayers, and MoS2 as a function of their thick-
ness h, cubed. Reprinted from Computational Materials Sci-
ence, 143, Borysiuk, V. N., Mochalin, V. N., Gogotsi, Y., 
Bending rigidity of two-dimensional titanium carbide (MX-
ene) nanoribbons: A molecular dynamics study, 418-424, 
Copyright (2018), with permission from Elsevier. 

values of bending rigidity. The exact value depends on 
a variety of reasons, such as temperature, and size and 
shape of the samples. 
Finally, surface-modifined MXenes were also studied 

early on in 2013 by Enyashin et al.29, in particular MX-
enes terminated with methoxy OCH3 groups. Their sta-
bility was examined by estimating their formation ener-
gies ∆H, where it was indicated that a negative value of 
∆H is energetically favourable in order to have more sta-
ble products. In addition, by calculating the relative to-
tal energies, ∆Etot, of Ti2C(OCH3)2 and Ti3C2(OCH3)2, 
it was found that if the methoxy groups are placed above 
the hollow sites between the three neighbouring carbon 
atoms within the MXene layer (see Fig. 1), the struc-
ture is more stable than when placing the methoxy group 
above a Ti atom. 

The great potential of MXenes for applications in 
structural composites30 remains to be explored, provided 
that bulk quantities can be produced. 

B. Electronic Properties 

Perhaps the most important electronic property of 
MXenes is their high electronic conductivity. Most bare 
MXenes and the majority of those with surface termi-
nations exhibit a metallic behaviour. In recent years, 
an attempt is being made to increase the MXene metal-
lic conductivity, although the first discovered Ti3C2Tx, 
which is also the most studied one31 , is still the most 
conductive. 
The focus has been on developing new Mn+1Xn 

chemistries that will result in higher conductivity by con-
trolling the surface terminations. However, the studies 
made in that regard lack experimental validation32 . A 
different approach to affect MXene conductivity is cation 
or organic-molecule intercalation where, for stacked ma-
terials, the resistance of the device can be increased by 
over an order of magnitude32,33. Figure 5 shows the 
temperature dependent electrical conductivity of various 
Mo-based MXenes where there is a rapid increase above 
500K. 
Zhang et al.34 in 2018 showed that OH-terminated 

MXenes exhibit nearly free electron states, located out-
side the surface atoms and parallel to the surface. These 
states concentrate in regions where the positive charge 
is the highest and provide almost perfect transmis-
sion channels for electron transport. Moreover, during 
their experiments, O-terminated MXenes, for example 
Tin+1CnO2, exhibited lower electrical conductivity than 
the ones terminated with F and OH, that is, Tin+1C F2n

and Tin+1C (OH)2 respectively. n

Despite the fact that the simulated non-terminated 
MXenes are all metallic, upon surface functionalization 
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FIG. 5: The temperature dependent electrical conductivity 
of various Mo-based MXenes. The increase in conductivity 
results to a decrease in resistivity. 

Reprinted (adapted) with permission from Kim, H., Anasori, 
B., Gogotsi, Y., Alshareef, H. N. (2017). Thermoelectric 

properties of two-dimensional molybdenum-based MXenes. 
Chemistry of Materials, 29(15), 6472-6479. Copyright (2017) 

American Chemical Society. 

some of them become semiconducting35 with a band gap 
as large as 0.194eV (W2CO2). Due to electron transfer 
from the transition metal to the electronegative surface 
terminations, the transition metal exhibits lower density 
of states (DOS) at Fermi level36,37. At the moment, 
no MXene semiconductors have been experimentally re-
alized, although many are theoretically predicted tak-
ing under consideration a wide band gap for all surface 
terminations37 . 
In addition, there have been cases where simulated 

MXenes were predicted to be topological insulators38,39. 
In this category of materials, redtheir edge states are 
conducting but they exhibit insulating properties on the 
surface40 . Currently, in all of the studies on topologi-
cal behaviour of MXenes, only O- or F-terminated ones 
have been taken under consideration. None of the insula-
tor MXenes though have been observed experimentally, 
considering the fact that only ones with mixed termi-
nations have been practically obtained. Control of the 
surface terminations is once again the key for obtaining 
this kind of materials. 
In general, processes like doping41 , strain 

application42 , stacking43 , and alloying44 can con-
trol a material’s electronic structure. MXenes can 
withstand a lot of strain (see Subsection III A), so strain 
engineering has attracted considerable attention45 . For 
example, Yu et al.46 found an indirect-to-direct band 
gap transition in Ti2CO2, Zr2CO2, and Hf2CO2 when 
applying biaxial strains 4%, 10%, and 14%, respectively. 
Most of the studies regarding the electrical properties 

of the Ti3C2 MXene, have focused on modifying the sur-
face terminations via thermal treatment47,48 . However, 
it was determined49 that when calcination temperature 
is increased to 800 ◦C, the Ti3C2 nanosheets collapse and 
the 2D nanostructure is destroyed. 

An additional method to manipulate the electrical 
properties of an MXene is by using reinforcing materials. 
An example is chitosan50, a kind of fibre obtained from 
the exoskeleton of shellfish and insects, where the rein-
forced MXene exhibits gradient increase of its electrical 
resistivity as the amount of chitosan increases incremen-
tally. 

C. Magnetic Properties 

Materials with strong and controllable magnetic mo-
ments are important to applications of spintronic de-
vices. Despite the variety of MXenes, the ground states 
of the majority of them, bare or otherwise, are non-
magnetic. This is attributed to the strong covalent bond 
between the transition metal and the X element35 . Some 
bare MXenes though have been predicted to be intrinsi-
cally magnetic. These include Cr2C

51 and Ti2N
52 (ferro-

magnetic), and Cr2N
53 and Mn2C

54 (anti-ferromagnetic). 
The magnetism in the case of MXenes can be55: 
a) intrinsic properties of the transition metal 
b) defects in monolayers 
c) surface terminations. 
As stated before, the most common MXenes, includ-

ing Ti3C2, are non-magnetic, however there are cases 
where different magnetic structures were reported. For 
example, Dong et al.56 determined that Ti2MnC2T MX-x 
enes are ferromagnetic in the ground states, regardless of 
the nature of the surface terminations. Ti2MnC2T be-x 
longs to a new family of ordered double-transition-metal 
MXenes57,58 which have one or two layers of a transition 
metal sandwiched between the layers of another one. In 
2018, Sun et al.59 studied double-transition-metal MX-
enes with Ti atoms as the central layer and showed that 
different terminations and cation configurations lead to a 
variety of magnetic orders and properties different from 
the single transition metal carbides known thus far. 
In 2017, reports about a novel MAX phase with 

made60,61in-plane chemical order were . These com-
pounds were called i-MAX and have the general for-

′ mula (M2/3M1/3)2AX. From i-MAX phases, came the 
i-MXenes after etching the A-element atoms (e.g. W4/3C 
and Nb4/3C

62,63). Prior to that, Zhu et al.64 had found 
for Nb2C a theoretical in-plane lattice constant value in 
agreement with the experimental one, and showed that 
the energetically favorable site for Li adsorption is lo-
cated on top of C. In 2020, Gao et al.65 , turned their 
attention to the magnetic properties of i-MXenes with a 

′ general formula (M2/3M1/3)2X. In particular, by per-
forming density functional theory (DFT) calculations, 
they examined the cases where M ′ , i.e. the dopant ele-
ment, is magnetic and one of the transition metals except 
Tc. Out of 319 i-MXenes, they found 62 cases that they 
were magnetic. In addition, 6 can change their magnetic 
configuration, depending on their geometries (rectangu-
lar or hexagonal) which in turn need a strain to be ap-
plied. Therefore, the magneto-crystalline anisotropy of 
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FIG. 6: Classification of the magnetic ground states 
for the 319 i-MXenes. Mag=Magnetic, NM=Non-
Magnetic, AFM=Antiferromagnetic, FM=Ferromagnetic, 
Noncol=Noncollinear Magnetic Structure. ‘NM to Mag’ and 
‘AFM to FM’ mark the compounds whose ground state 
changes by imposing hexagonal geometry. Republished with 
permission of Royal Society of Chemistry, from Magnetic i-
MXenes: a new class of multifunctional two-dimensional ma-
terials, Gao, Q., Zhang, H., 12(10), 2020; permission con-
veyed through Copyright Clearance Center, Inc. 

i-MXenes can be enhanced. 
In Figure 6, we can see the classification of the mag-

netic ground states for the 319 i-MXenes. 
An extensive theoretical study of the magnetic proper-

ties of nitrogen-based MXenes, which have an extra elec-
tron per unit cell when compared to carbon-based ones, 
was carried out by Kumar et al66 . The authors sug-
gested a simple model to predict the magnetic behaviour 
of M2NT2 based on the assumption that only electrons 
occupying the non-bonding d -orbitals can contribute to 
magnetism. By applying their model to M2NT2 MXenes 
with transition metals belonging to the third period of 
the periodic table, they identified five nitride MXenes 
(Mn2NF2, Mn2NO2, Mn2N(OH)2, Ti2NO2, and Cr2NO2) 
with robust ferromagnetic ground states. Curie temper-
atures for all terminations were also well above the room 
temperature, a fact that made the magnetically ordered 
phases stable. 
In 2018, Bandyopadhyay et al.67 investigated the point 

defect formation mechanisms in MXenes. They found 
that few of the defective MXenes acquire a magnetic na-
ture because of unpaired electrons in the spin split d -
orbitals. Therefore, they suggested that intrinsic point 
defects can be used to modify the magnetic properties of 
MXenes. 
Moreover, Scheibe et al.55 in 2019, investigated the in-

fluence the different terminations have on the magnetic 
properties of Ti3C2Tx. They found that the bare TiC 
samples exhibit paramagnetic behavior, similarly to the 
samples with F or S-based terminations, but if the sample 
contained two kinds of terminations, then its behaviour 
was shifted to ferromagnetic/paramagnetic. Therefore, 

the magnetic properties of Ti3C2T can be altered via x 
modulation of the surface terminations. Another exam-
ple of the impact of the terminations is described in Ref. 
[68]. When Cr2C is terminated by F, H, OH or Cl groups, 
it will be transformed from a ferromagnetic half metal 
into an antiferromagnetic semiconductor. 
The potential use of MXenes in spintronics makes the 

methods to control their magnetism a rapidly advancing 
field. 

D. Optical Properties 

Regarding optics, various interesting features of MX-
enes have been demonstrated in the past few years. These 
include optical transparency, plasmonic behavior, and ef-
ficient photothermal conversion. The ability of MXenes 
to interact with light in multiple ways has had a signifi-
cant impact on the research community69 . Once again, it 
is the surface terminations that play the most significant 
part in determining a material’s optical properties. 
Berdiyorov70 in 2016 investigated the role of surface 

terminations on the optical properties of Ti3C2T2 (T=F, 
O, OH) MXenes and compared the results to the bare 
MXene Ti3C2. Using the dielectric constant, Berdiyorov 
calculated the refractive index, n, and the extinction co-
efficient, k, for all samples and found that at low photon 
energies, E, the terminations reduced n, while at higher 
E (> 1eV), n was enhanced. The surface terminations 
also resulted in the reduction of k for most of the photon 
energy range. In addition, at even larger photon energies 
(E > 5eV) the terminations resulted in stronger absorp-
tion as compared to the bare MXene. Finally, in the 
ultraviolet region of the spectrum (5eV < E < 10eV), 
all surface terminations resulted in larger reflectivity as 
compared to the bare MXene. 
Halim et al.71 by studying Ti2CT and Nb2CT films,x x 

showed a different approach to control the optical prop-
erties of MXenes is to change the nature of the transi-
tion metal. They found that the Nb-based films showed 
an increase in absorption towards the infrared spectral 
range. This behaviour significantly differed from that of 
the corresponding MAX phase Nb2AlC, a fact that was 
not observed for the Ti-based films. Halim et al.71 sug-
gested that the difference in the optical properties lay 
within the electronic configuration of the transition met-
als (Ti is in group 4 and Nb is in group 5 of the periodic 
table) and their bonding with the C atoms and surface 
terminations. 
In 2017, Li et al.72 showed that MXenes exhibit higher 

capability to absorb light than carbon nanotubes (CNT). 
In addition, Jiang et al.73 in 2018, examined the op-
tical non-linearity of Ti3C2T using excitation sourcesx 
with various wavelengths (800nm, 1064nm, 1550nm and 
1800nm). They found absorption response two orders of 
magnitude larger than other processes but the refractive 
index was comparable to that of graphene. Finally, for 
Ti2C, Ti2N, Ti3C2, and Ti3N2, for E < 1eV, the reflec-
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tivity has been found to reach 100%, which means that 
these materials have the ability to transmit electromag-
netic waves74 . 

In general, it is believed that both the linear (e.g. 
absorption) and nonlinear (e.g. refractive index) opti-
cal properties of MXenes are highly dependent on the 
energy structures (e.g. energy bandgap, direct/indirect 
bandgap, topological insulators, etc.)74 . 

IV. APPLICATIONS 

Since they were first discovered in 2011, MXenes have 
received significant attention. Studies have revealed their 
potential applications in energy storage, optoelectronics, 
spintronics and catalysis, and even in environmental and 
biological issues. Below we summarize the most recent 
applications, with a particular focus on energy storage. 

A. Energy Storage and Conversion 

Energy storage and conversion has been a key sci-
entific challenge for years, since the materials used for 
these applications need to be light, flexible, conduc-
tive, and have large surface-to-mass ratio [specific sur-
face area (SSA)(m2g−1)]75 . Carbon black has SSA < 
900m2g−176 while carbon nanotubes (CNT) have SSA = 

−177 100 − 1000m2g . A sheet of graphene, on the other 
hand, has theoretically very large surface-to mass ra-

−177 tio, SSA = 2630m2g , a value that is similar to 
that of the activated carbon78 . Other 2D materials that 
can be used for energy storage are the transition metal 
dichalcogenides (TMD) like WS2, in combination with 
graphene79 . 

MXenes are a new class of 2D crystals that can be 
used in energy applications. Compared to materials like 
graphene, MXenes have much smaller specific surface 
area. For example, experimentally produced Ti3C2T hasx 
SSA up to 66m2g−1 and V2CT up to 19m2g−180, while x 

−1theoretically Ti3C2T can reach up to 496m2g . Ren 
et al.81 in 2016, managed to produce porous Ti3C2T

x 

x 
MXenes (p-MXenes) using a transition metal salt and 
acid treatment. They determined that the p-Ti3C2Tx 
MXene had SSA increased from 19.6 (pristine Ti3C2T )x

−1to 93.6m2g . Furthermore, a high specific capacity of 
≈ 1250mAhg−1 was revealed for p-Ti3C2T /CNT elec-x

trodes. Graphene electrodes on the other hand, when 
chemically modified, can reach ≈ 1200mAhg−182 while 
Hassoun et al.83 in 2014 showed that electrodes based 
on Cu-supported graphene nanoflakes ink can reach spe-
cific capacities of ≈ 1500mAhg−1 . Both these values are 
close or even larger than the corresponding ones for the 
MXenes. 
Regarding volumetric capacity, functionalized 

200Fg−178,84,85graphene shows results up to , while 
for MXenes, researchers were able to achieve for Ti3C2 
320Fg−1 as early as in 201486 . 

At present, Li-ion batteries do not operate satisfac-
torily in large-scale operations like sustaining a clean 
power grid87 . Intercalation pseudocapacitance88, which 
occurs through bulk redox reactions with ultrafast ion 
diffusion89,90, has risen as an alternative chemistry for 
advanced electrochemical energy storage devices. The 
intercalation pseudocapacitors have many benefits, con-
sidering the limited exposure of the surface to the elec-
trolyte. This leads to a decrease of the irreversible sur-
face reactions due to electrolyte decomposition, without 
affecting the charge storage91 . MXenes pose as good 
materials for these pseudocapacitors as their morphol-
ogy minimizes the surface which interacts with the elec-
trolytes, and their really small interlayer spacing makes 
for fast ion intercalation. 
In 2012, shortly after their discovery, Naguib et al.92 

studied the MXene’s Ti2C use as anode for lithium-ion 
batteries. They found that Ti2C had reversible capac-
ity five times higher than the corresponding MAX phase 
Ti2AlC, exhibiting a stable capacity of 225mAhg−1 . 
They suggested that the results were promising for the 
use of MXenes as Li+ intercalation electrodes in lithium-
ion batteries92 . Since then, other batteries have been 
examined, for example sodium-ion, pottasium-ion and 
lithium-sulfur93–95 . 
In 2015, Zhu et al.64, investigated the Li adsorption in 

monolayer Nb2C and Nb2CX2 MXenes and found that 
the most energetically favourable site for Li adsorption 
was on top of the C atom. They also showed that, since Li 
forms clusters on Nb2C(OH)2 and LiF forms clusters on 
Nb2CF2 and Nb2CO1,5F0,5, OH and F terminations must 
be avoided in battery applications. Moreover, Nb2C was 
found the most promising electrode material for Li-ion 
batteries because of its low diffusion barrier. 
In addition, Zhu et al. in 201696 replaced OH, F, and 

O terminations with S and predicted high electric con-
ductivities and cycling rates for Li-ion batteries using 
Zr-based MXenes. The lifetime of the battery was also 
found not affected by by-products like dendrites. 
More recently, in 2019, Shukla et al.97 studied S-

terminated MXenes (V2NS2 and Ti2NS2) as anodes for 
Li/Na ion batteries. They found that multilayer ion in-
tercalation is possible, and that the materials manifest 
high capacity, especially for the Li case. Regarding ionic 
diffusion, the authors showed that the lower energy barri-
ers result in ultra fast diffusion. Furthemore, at the same 
year, Zhang et al.98 showed that MXenes can be used as 
a conductive binder for Si electrodes in order to decrease 
the inactive volume of the electrode and have better bat-
tery performance. Moreover, the Ti3C2T MXene was x 
found useful as a reinforcing material for polymers such 
as polyvinyl alcohol (PVA), where the strong films fabri-
cated can be used as electrodes for supercapacitors99,100. 

In addition, Wang et al.101 studied Ti3C2 MXenes as 
the S cathode host for LiS batteries. They showed that 
the bare MXene cannot be used directly for this purpose 
due to decomposition. However, S and O terminated 
Ti3C2 can achieve high performance. 
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In 2020, Li et al.102 investigated the use of chalco-
genated Ti3C2 as an anode material for Li-ion batteries. 
Chalcogenation gave the Ti3C2T2, T = O, S, Se and 
Te, MXene enhanced Li-ion accessibility and mobility 
while Ti3C2S2 and Ti3C2Se2 MXene electrodes yielded 
a theoretical Li-storage capacity of 462.61mAhg−1 and 
329.32mAhg−1 respectively. The authors noted that 
the fabrication of MXenes with larger interlayer spacing 
could achieve higher Li-storage capacity. 
To summarize, if we were to compare graphene with 

MXenes as materials for anodes for Li-ion batteries, de-
spite the fact that graphene has larger SSA and higher 
capacity, we should also take into consideration that 
graphene electrodes do not allow fast enough diffusion for 
energy applications that require high power output103 . 
Furthermore, graphene’s low lithiation potential enables 
the formation of lithium dendrites which are flammable 
and limit the cycling stability of the battery cells104,105. 
In contrast, MXenes have higher lithiation potential and 
wider interlayer spacing1,106, which allows for fast ion 
intercalation. Add to that fact graphene’s limited com-
mercial use, mainly due to its expensiveness, MXenes 
seem currently the most promising materials for battery 
applications. 

B. Other Applications 

Apart from energy storage devices, Sarycheva et al.107 

reported the use of MXenes for antenna applications. 
In particular, they constructed the first radio-frequency 
(RF) MXene devices for wireless communication and 
showed that MXene antennas need lower thickness in or-
der to work than those of the best-known metals, en-
abling ultra-thin and transparent wireless devices. 
Blanco et al.108 determined that MXene nano-sheets 

showed unique catalytic properties for the hydrodeoxy-
genation (i.e., a process to remove oxygen) of guaiacol in 
order to make it more stable. In addition, in Ref. [109], 
MXenes were studied as energy-efficient alternatives to 
the Haber-Bosch process which is used in the production 
of ammonia. To this end, Mo2TiC2 was examined as an 
electrocatalyst and the authors proved through the anal-
ysis of Gibbs free energy, that it could be a new, effective 
material for ammonia synthesis. 
Apart from the aforementioned environmetnal uses, 

MXenes have also been used for the removal of heavy 
metals from water. For example, Shahzad et al.110 de-
veloped a system to remove copper from water using 
Ti3C2T MXenes. XRD analysis showed that copper re-x 
acts strongly with the surface terminations of the MX-
enes, resulting in surface oxidation. 
MXenes have also been found useful in biological 

applications. Szuplewska et al.111 examined the bio-
compatibility of Ti2NT towards human skin malignant x 
melanoma cells and human breast cancer cells. They 
determined that the multi-layered Ti2NT shows higher x 
toxicity towards cancerous cells when compared to nor-

mal ones, thus revealing the potential use of MXenes 
in biotechnology and nanomedicine. Moreover, MX-
enes have been used in various bioimaging techniques112 

such as fluorescence microscopy, where MXene’s fluores-
cence properties are enhanced by attaching a fluores-
cence species to their surface113 , in vitro bioimaging us-
ing quantum dots114,115, and X-Ray computed tomogra-
phy (CT) where MXenes are used as imaging contrast 
elements116–118 . 
The properties of MXenes also make them suitable ma-

terials for sensors. For instance, Liu et al.119 proposed 
a nitrite bio-sensor containing hemoglobin (Hb) immobi-
lized on Ti3C2 which was used to detect the presence of 
nitrite in water samples. They proposed Ti3C2 MXenes 
as suitable candidates for enzyme immobilization, as they 
can provide a safe micro-environment for the proteins. In 
addition, Rakhi et al.120 developed a glucose bio-sensor 
based on an Au/MXene nanocomposite to detect glucose 
in the presence of other electroactive substances. Crys-
talline Au nanoparticles where placed on the surface of 
Ti3C2T Mxenes and an improved electrical conductiv-x 
ity was found, making the Au/MXene composite a good 
enzyme immobilization matrix. Another study in 2017 
by Muckley at al.121, proposed the used of MXenes as 
sensors for water and humidity in air, while Ma et al.122 

in the same year constructed MXene-based sensors to de-
tect human activities such as swallowing, coughing, joint-
bending. 
In 2019, Montazeri et al.123 devised MX-

ene/GaAs/MXene photodetectors and showed that 
they have higher responsivity, quantum efficiency and 
dynamic range than the current Ti/AuGaAsTi/Au de-
vices, proving MXenes also useful in the optoelectronics 
and microelectronics industries. 
Finally, MXenes’ structure allows for distance between 

atomic layers and changes in conductivity when external 
pressure is applied124 . Tan et al.124 used MXene-based 
pressure sensors and, by designing an optoelectronic spik-
ing afferent nerve, they were able to detect Morse code, 
braille, object movement, and handwritten words, show-
ing promise for human-machine interaction technologies. 
In Figure 7 we can see summarized the applications 

of MXenes beyond energy storage, as presented in this 
paper. 

V. SUMMARY AND FUTURE DIRECTIONS 

In the present paper, we provided an overview of the 
methods for the synthesis of MXenes from the corre-
sponding MAX phases, alongside the advantages and dis-
advantages of each method. In addition, we described 
the mechanical, electronic, magnetic, and optical prop-
erties of MXenes. The ability to manipulate the MX-
enes’ terminations, led to materials with large mechanical 
strength, high conductivity, intrinsic magnetism, strong 
absorption and large reflectivity. In addition, we out-
lined the most recent applications of MXenes, focusing 
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FIG. 7: Summary of the most recent applications of MXenes beyond energy storage, as referenced in this paper. 

on energy storage, which are summarized in Fig. 7. 
The latest results show that MXenes composed of tran-

sition metal elements of group 6 of the periodic system 
(Cr, Mo, W), are the most promising ones for supercon-
ductivity, at least in the case of Mo and W125 . In addi-
tion, Luo et al.126 in 2020 have, for the first time, exam-
ined the tensile behavior of Ti3C2Tx. They found that 
the number of defects influences significantly the overall 
mechanical properties of the films, a fact that is reflected 
by the dependency of their tensile strength, elastic mod-
ulus and fracture strain on thickness. 
Numerous scientific reports are published yearly re-

garding the MXenes’ possible applications. However, 
there are several gaps in the current knowledge that need 
to be addressed. 
Despite the amount of theoretical studies regarding 

their use in energy storage devices, the charge storage 
mechanism of the MXenes is not fully understood yet, 
neither are the effects of their different compositions on 
their performance as electrodes. Moreover, MXenes’ sta-
bility and durability are still important challenges. MX-
ene nanosheets degrade quickly when in contact with wa-
ter and oxygen, making their use in various applications 
difficult127 . 

Another significant problem is the fact that, for 
many MXenes studied through computational tech-
niques, there is no precursory MAX-phase25, for example 
W2C. The attention should be turned into the synthesis 
of new layered materials that could be used for the pro-
duction of MXenes. In that respect, a way to access 
more MXene compositions is by the synthesis of quater-
nary MAX phases. Quaternary MAX phases lead to the 
formation of MAX phases with elements (for example 
bismuth) that are not present in the synthesis of ternary 
MAX phases128–131 . In addition, the terminations and 
their different characterizations after synthesis need to be 
examined, alongside the methods for achieving uniform 
terminations. Bare MXenes have not yet been produced, 
despite being predicted as metallic conductors. More-

over, the studies of the interaction of the MXenes with 
light are at a very early stage73 . The non-linear opti-
cal phenomena regarding MXenes are still unexplored for 
the materials to be widely used in photonic applications. 
Studies on the toxicity of MXenes are also limited. 
Currently there are more than 30 MXene compos-

ites, and more are being discovered daily. MXenes have 
demonstrated potential as next-generation materials in 
various fields, although they are mainly produced at lab-
oratories and have small yield. If large-scale production 
was to be achieved, then MXenes would have a larger im-
pact on a commercial scale. Dozens more MXene struc-
tures have been examined at a theoretical level using 
computational methods, contributing to the rapid ad-
vances in the field. 
When it comes to environmental applications, many 

MXenes and MXene-based composites have been pro-
posed for processes like water purification, desalination, 
etc132 . Furthermore, the removal of pollutants from the 
environment is still a challenge which could be resolved 
by further studies on the MXenes133 . 
Biomedicine is another field that has shown it can be 

benefited from the use of MXenes, with studies on can-
cer treatment, bio-sensors, neural electrodes, dialysis and 
theranostics87,134 being a research topic that has signifi-
cantly expanded during the past two years135 . 
MXenes have also started taking over from other nano-

materials like graphene in electromagnetic applications, 
for example RF antennas107 and electromagnetic inter-
ference (EMI) shielding. 
The production, storage and utilization of fuels to com-

bat the ever-increasing energy consumption globally is 
also an issue that can be addressed via MXenes, due to 
their physical and chemical properties. Currently, Li-
ion batteries are the largest power source in both small 
portable electronics, and electric vehicles133 . However, 
with problems such as safety, limited natural lithium re-
sources and production cost136,137, there is a need for the 
development of non-lithium batteries. 
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Perhaps the biggest challenge yet, though, is the ex-
perimental validation of all the theoretical studies, and 
the verification of the predicted properties of MXenes. 
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V. Darakchieva, P. O. Å. Persson, P. Eklund, J. Rosen, 
and M. W. Barsoum, Journal of Physics: Condensed Mat-
ter 31, 165301 (2019). 

72 R. Li, L. Zhang, L. Shi, and P. Wang, ACS Nano 11, 3752 
(2017). 

73 X. Jiang, S. Liu, W. Liang, S. Luo, Z. He, Y. Ge, H. Wang, 
R. Cao, F. Zhang, Q. Wen, et al., Laser & Photonics 
Reviews 12, 1700229 (2018). 

74 X. Jiang, A. V. Kuklin, A. Baev, Y. Ge, H. Agren,˚

H. Zhang, and P. N. Prasad, Physics Reports (2020). 
75 F. Bonaccorso, L. Colombo, G. Yu, M. Stoller, V. Tozzini, 

A. C. Ferrari, R. S. Ruoff, and V. Pellegrini, Science 347, 
1246501 (2015). 

76 J. Donnet and R. Bansal, Science and Technology, Marcel 
Dekker, New York (1993). 

77 A. Peigney, C. Laurent, E. Flahaut, R. Bacsa, and 
A. Rousset, Carbon 39, 507 (2001). 

78 Y. Zhu, S. Murali, M. D. Stoller, K. Ganesh, W. Cai, 
P. J. Ferreira, A. Pirkle, R. M. Wallace, K. A. Cychosz, 
M. Thommes, et al., Science 332, 1537 (2011). 

79 L. Britnell, R. Ribeiro, A. Eckmann, R. Jalil, B. Belle, 
A. Mishchenko, Y.-J. Kim, R. Gorbachev, T. Georgiou, 
S. Morozov, et al., Science 340, 1311 (2013). 

80 B. Wang, A. Zhou, F. Liu, J. Cao, L. Wang, and Q. Hu, 
Journal of Advanced Ceramics 7, 237 (2018). 

81 C. E. Ren, M.-Q. Zhao, T. Makaryan, J. Halim, M. Boota, 
S. Kota, B. Anasori, M. W. Barsoum, and Y. Gogotsi, 
ChemElectroChem 3, 689 (2016). 

82 P. Lian, X. Zhu, S. Liang, Z. Li, W. Yang, and H. Wang, 
Electrochimica Acta 55, 3909 (2010). 

83 J. Hassoun, F. Bonaccorso, M. Agostini, M. Angelucci, 
M. G. Betti, R. Cingolani, M. Gemmi, C. Mariani, 
S. Panero, V. Pellegrini, et al., Nano Letters 14, 4901 
(2014). 

84 Z. Fan, J. Yan, L. Zhi, Q. Zhang, T. Wei, J. Feng, 
M. Zhang, W. Qian, and F. Wei, Advanced Materials 22, 
3723 (2010). 

85 Y. DallAgnese, P. Rozier, P.-L. Taberna, Y. Gogotsi, and 
P. Simon, Journal of Power Sources 306, 510 (2016). 

86 Y. Dall’Agnese, M. R. Lukatskaya, K. M. Cook, P.-L. 
Taberna, Y. Gogotsi, and P. Simon, Electrochemistry 
Communications 48, 118 (2014). 

87 B. Anasori and Y. Gogotsi, 2D Metal Carbides and Ni-
trides (MXenes) (Springer, 2019). 

88 V. Augustyn, J. Come, M. A. Lowe, J. W. Kim, P.-L. 
Taberna, S. H. Tolbert, H. D. Abruña, P. Simon, and 
B. Dunn, Nature Materials 12, 518 (2013). 

89 A. A. Lubimtsev, P. R. Kent, B. G. Sumpter, and 
P. Ganesh, Journal of Materials Chemistry A 1, 14951 
(2013). 

90 D. Chen, J.-H. Wang, T.-F. Chou, B. Zhao, M. A. El-
Sayed, and M. Liu, Journal of the American Chemical 
Society 139, 7071 (2017). 

91 M. Okubo, A. Sugahara, S. Kajiyama, and A. Yamada, 
Accounts of Chemical Research 51, 591 (2018). 

92 M. Naguib, J. Come, B. Dyatkin, V. Presser, P.-L. 
Taberna, P. Simon, M. W. Barsoum, and Y. Gogotsi, 



12 

Electrochemistry Communications 16, 61 (2012). 
93 X. Wang, S. Kajiyama, H. Iinuma, E. Hosono, S. Oro, 

I. Moriguchi, M. Okubo, and A. Yamada, Nature Com-
munications 6, 1 (2015). 

94 M. Naguib, R. A. Adams, Y. Zhao, D. Zemlyanov, 
A. Varma, J. Nanda, and V. G. Pol, Chemical Communi-
cations 53, 6883 (2017). 

95 J. Pang, R. G. Mendes, A. Bachmatiuk, L. Zhao, H. Q. 
Ta, T. Gemming, H. Liu, Z. Liu, and M. H. Rummeli, 
Chemical Society Reviews 48, 72 (2019). 

96 J. Zhu, A. Chroneos, J. Eppinger, and U. Schwingen-
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