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Abstract

The resistivity along and across twin boundaries in HoBa2Cu3O7−δ single crystals is investigated in the temperature range Tc−300 K.
It is revealed that the twin boundaries enhance inhomogeneity of the oxygen distribution, whereby regions near them are depleted
in oxygen. The normal-state conductivity is determined by scattering of electrons on phonons and defects both along and across
the twin boundaries. Near Tc, the electrical conductivity can be described within the framework of the 3D Aslamazov-Larkin
fluctuation model. It is found that the twin boundaries increase the intensity of the electron-phonon scattering and reduce the
transverse coherence length ξc(0).
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1. Introduction

As is known, identification of the charge carriers scatter-
ing mechanisms is important for conceiving the nature of non-
trivial phenomena exhibited by high-temperature superconduc-
tors (HTSCs) in the normal state [1, 2]. To these phenomena are
related the pseudogap [3–5] and fluctuation [6–8] anomalies,
the metal-to-insulator transition [9, 10], the incoherent elec-
tronic transport [11, 12] and so forth. According to contem-
porary views [1–5], it is these phenomena which may serve as
a key to understanding the microscopic mechanism of HTSC,
which remains unsettled despite the 29 year-long record of in-
tensive experimental and theoretical research.

When studying the aforementioned phenomena, compounds
from the so-called 1-2-3 system (YBa2Cu3O7−δ) are most
asked-for. This is stipulated by their relative high (≈ 90 K) su-
perconducting transition temperature Tc [13], above the nitro-
gen liquefaction temperature, and a relative simplicity of chang-
ing their physical characteristics by varying the oxygen content
[14, 15] as well as a full [16] or a partial [17, 18] substitution
of other constituents.

As it has been believed until recently, substituting Y for other
rare earths [16, 19], with exception of Pr (Pr anomaly) [1, 20,
21], does not substantially affect the conducting properties of
the system ReBaCuO (Re=Y or lanthanides). However, as it
has been revealed in recent works [22, 23], substitution of Y
for Ho in the case of oxygen-nonstoichiometric samples may
notably affect the ordering processes in the oxygen subsystem
and stimulate the appearance of specific diffusion mechanisms
such as, e. g., the ascending diffusion [23].
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At the same time, the role of a series of additional factors
remains unsettled, such as twin boundaries (TBs) [24, 25] and
phase inclusions differing by the oxygen content and, hence,
having different conducting characteristics [26, 27]. TBs al-
ways appear in HTSC compounds from the 1-2-3 system in
consequence of the ferroelastic tetra-ortho transition in the
course of saturation of samples with oxygen [28, 29]. TBs
are an additional source of anisotropy [30] along with the con-
ventional structural anisotropy [31]. Phase inclusions appear
as a result of reordering of the labile component [32–34] and
may built specific superstructural formations in the system [35–
37]. Both these factors significantly expand the research field
and are of interest from both, applications-related and basic re-
search viewpoints.

Given the motivation above, here we investigate the basal-
plane conductivity in HoBa2Cu3O7−δ single crystals for dif-
ferent geometries of the transport current with respect to TBs
and, in particular, focus on the optimally-oxygen-doped (be-
fore annealing) and the reduced-oxygen-content (after anneal-
ing) states.

2. Experimental

The HoBa2Cu3O7−δ single crystals were grown by the
solution-melt technique in a gold crucible according to the
growth protocol similar to that used for YBa2Cu3O7−δ [18].
For electrical resistance measurements, several single-crystals
were selected from one growth series, with the following di-
mensions: 2 × 1.8 × 0.5 mm3 (K1) and 1.9 × 1.9 × 0.5 mm3

(K2) (the smallest size corresponds to the c-axis). These crys-
tals were used for the preparation of samples differing by the
direction of TBs with regard to the transport current direction
in the ab-plane, namely the transport current vector I ∥ TBs for
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Figure 1: Temperature dependences of the resistivity of the HoBa2Cu3O7−δ
single crystals. Open symbols – before annealing: 1 – along TBs, 2 – across
TBs. Solid symbols – after annealing: 3 – along TBs, 4 – across TBs. Symbols:
experiment; lines – fits to Eqs. (1)–(2).

K1 and I is tilted at 45◦ to TBs for K2. The electrical contacts
were formed by gluing gold conductors of 0.05 mm diameter
with a silver paste, that allowed one to obtain a contact tran-
sient resistance of less than 1Ω. The electrical resistance in the
basal plane and along the c-axis was measured with a dc cur-
rent up to 10 mA. To obtain samples with the optimal oxygen
content and a high Tc, they were annealed in an oxygen flow
at 420◦C for three days. For reducing the oxygen content the
samples were annealed in air at 500◦C. The measurements were
done in the temperature-sweep mode, in 3 days after annealing
that ensured an equilibrium oxygen distribution over the sample
volume at room temperature [7].

3. Results and discussion

Figure 1 presents the temperature dependences of the resis-
tivity along and across TBs prior to (curves 1 and 2) and after
(curves 3 and 4) annealing. One sees that in both cases ρ(T )
across TBs is larger than ρ(T ) along TBs. Still, the curves
ρ(T ) along and across TBs differ not so much, especially in
the optimally-oxygen-doped state. This allows one to conclude
that the influence of TBs on the resistance of HoBa2Cu3O7−δ is
relatively weak.

Figure 2 depicts the derivatives dρ/dT in the vicinity of the
superconducting transition. One sees that even before anneal-
ing, the oxygen distribution is nonuniform in the sample. This
is reflected in the that the maxima in the derivatives (curves 1
and 2) are asymmetric and the maxima in dρ/dT across TBs are
notably broader than along TBs. The latter signature suggests
that TBs enhance the nonuniformity of the oxygen distribution.
Annealing in air at 500◦C leads to the increase of the oxygen
deficit to 0.18 [38] and thereby enhances the nonuniformity of
the oxygen distribution in the sample. Thus, in measurements
along TBs after annealing, the asymmetry of the maximum in
dρ/dT has increased, resulting in a “shoulder” in the range
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Figure 2: Derivatives dρ/dT in the superconducting transition area. Designa-
tions are the same as in Fig. 1.

close to 72 K (curve 3). Across TBs two maxima in dρ/dT
have appeared in the ranges near 72 K and 65 K (curve 4) that
points to the presence of phases with the respective Tc in the
sample [39].

Note that the shape of the derivatives dρ/dT in the vicinity
of the superconducting transition is rather sensitive to the inho-
mogeneity of the sample. Hence, an analysis of the derivatives
allows one to draw conclusions about the sample structure, see
e.g. [26]. Namely, since the phase with Tc ≈ 72 K becomes ap-
parent in both geometries (“shoulder” in the vicinity of 72 K),
it likely is not related to TBs. The phase with Tc ≈ 65 K is
only revealed in measurements across TBs and has minimal
Tc, that is zero resistance is attained in this phase. This phase
is likely localized near TBs and has a mostly strong oxygen
deficit. In other words, regions near TBs have a reduced oxy-
gen content. The phase with Tc ≈ 69 K manifests itself only in
measurements along TBs. The zero-resistance state attained in
this phase suggests the presence of percolation paths along TBs
over this phase. The latter is possible provided this phase has
a filament structure along TBs or the conductivity proceeds in
the twin plane.

The temperature dependences of the resistance of the sin-
gle crystals, in the range Tc to 300 K, we approximated to an
expression accounting for electron scattering on phonons and
defects [40], as well as the fluctuation conductivity within the
framework of the 3D Aslamazov-Larkin model [41]. The gen-
eral expression for the conductivity reads

σ = ρ−1
n + ∆σAL, ρn = (ρ0 + ρph)(1 + b0T 2),

ρph(T ) = C̃3(
T
θ

)3
∫ θ/T

0

x3dx
(ex − 1)2+

C5(
T
θ

)5
∫ θ/T

0

x5dx
(ex − 1)2 .

(1)

2



  

Here ρ0 is the residual resistivity characterizing scattering on
defects, in ρph(T ) the first term describes the contribution to
the resistivity owing to the interband scattering of electrons on
phonons, the second term accounts for the intraband scattering,
θ is the Debye temperature, b0 depends on the shape of the den-
sity of electronic states curve, the effective mass of the charge
carriers and the Fermi energy [42, 43]. The fluctuation conduc-
tivity reads

∆σAL =
e2

16~ξc(0)
√

2ε0 sinh(2ε/ε0)
. (2)

This expression for the fluctuation conductivity is chosen for
limiting the range of its contribution [44], ε = ln(T/Tc) is
the reduced temperature, Tc is the transition temperature in the
mean-field approximation T > Tc, ξc is the transverse coher-
ence length, ε0 determines the temperature interval of super-
conducting fluctuations ε0 = ln(T f luct/Tc), T f luct is the charac-
teristic temperature above which superconducting fluctuations
are absent.

Note that according to [26], the appearance of fluctuational
Cooper pairs above Tc causes a decrease of the one-electron
density of states at the Fermi level, that is leads to the appear-
ance of the pseudogap at T ≈ T f luct. However, accounting for
the corresponding change of the normal resistance is compli-
cated, since it is masked by a much stronger singular fluctuation
conductivity which determines the run of ρ(T ) near Tc.

The optimal set of fitting parameters is compiled in Table 1.
It allows one approximate the experimental data in the whole
temperature range Tc to 300 K with an error of about 3%. Also,
the derivatives calculated by using Eq. (1) adequately describe
the behavior of dρ/dT derived from the experimental data in
the whole temperature range. The fits are shown in Fig. 1 by
solid lines.

State before annealing after annealing
along across along across

Parameters TBs TBs TBs TBs
Tc, K 91.3 91.3 69.5 64.9
ρ0, µΩcm 15.15 20.5 120 94
C3, µΩcm 277 280 2900 3940
C5, µΩcm 0 0 1100 1320
θ, K 331 331 662 665
b0 × 106, K−2 −0.2 −0.31 −0.25 −1.99
ξc(0), Å 1.4 0.9 1.6 0.4
∆T = T f luct − Tc, K 8.6 9.6 30 3.7

Table 1: Parameters of the superconducting transition for three aging terms.

In Table 1 one sees that in the initial, optimally-oxygen-
doped state (before annealing) the superconducting transition
temperatures Tc as well as the parameters C3, C5 and θ for
both geometries along and across TBs are the same. At the
same time ρalong

0 < ρacross
0 and ξalong

c > ξacross
c . In this way,

the influence of TBs on the resistance of the optimally doped
HoBa2Cu3O7−δ becomes apparent only at low temperatures as
ρ0 = ρ(T → 0). Namely, TBs somewhat raise the residual
resistivity ρ0 and reduce the transverse coherence length ξc(0).

No effect of TBs on Tc and θ, which determine the electron-
phonon interaction, has been observed in both, before- and
after-500◦C-annealing measurements. The fact that ξalong

c (0) >
ξacross

c (0) can be explained by a decrease of the Fermi velocity
vF owing to TBs.

The 500◦C-annealing has caused an about two-fold increase
of θ. A similar behavior of the Debye temperature with increas-
ing oxygen deficit was observed in [45] and attributed to an
enhancement of the interatomic interaction. Note that after the
500◦C-annealing, which has led to a substantial variation of the
ρ(T ) fitting parameters in Table 1, these relate to some effec-
tive medium rather than to a well-defined phase. Nevertheless,
since the variations in Tc are not large, the differences in the
transport properties of these phase may be regarded as minor.

After annealing, ρ0 has increased by several factors for both
geometries, whereby ρalong

0 > ρacross
0 . This relation between

ρ
along
0 and ρacross

0 may be stipulated by the sample inhomogene-
ity, in particular, by the shape anisotropy of the phase forma-
tions and scattering at the phase boundaries. An abrupt rise of
the parameter bacross

0 in comparison with its other values may
also be caused by the sample inhomogeneity.

The parameter C3 has risen by an order of magnitude for both
geometries, whereby Calong

3 < Cacross
3 . For fitting the ρ(T ) curve

after annealing it was necessary to introduce the parameter C5,
for which again Calong

5 < Cacross
5 . These relations between the

values of C3 and C5 attest to an increase of the intensity of
electron scattering on phonons near TBs. A certain role at this
can be played by other specific mechanisms of the quasiparticle
scattering [46–50].

4. Conclusions

In summary, the study of the temperature dependence of the
resistance of HoBa2Cu3O7−δ along and across twin boundaries
(TBs) has revealed that (i) the influence of TBs on the resistance
is rather weak, (ii) TBs enhance the inhomogeneity of the oxy-
gen distribution, and (iii) areas near TBs have a reduced oxygen
content. The temperature dependences of the resistance of the
single crystals in the range Tc to 300 K, for both geometries
along and across TBs, can be presented as a result of electron
scattering on phonons and defects in conjunction with the fluc-
tuation conductivity near Tc. At the same time, no influence of
TBs on Tc and the Debye temperature has been revealed. TBs
increase the intensity of electron scattering by phonons and re-
duce the coherence length ξc(0).
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[44] B. Leridon, A. Défossez, J. Dumont, J. Lesueur, J. P. Contour, Phys. Rev.
Lett. 87 (2001) 197007.

[45] R. Vovk, G. Khadzhai, O. Dobrovolskiy, N. Vovk, Z. Nazyrov, J. Mater.
Sci: Mater. Electron. 26 (3) (2015) 1435–1440.

[46] D. H. S. Smith, R. V. Vovk, C. D. H. Williams, A. F. G. Wyatt, Phys. Rev.
B 72 (2005) 054506.

[47] D. H. S. Smith, R. V. Vovk, C. D. H. Williams, A. F. G. Wyatt, New J.
Phys. 8 (8) (2006) 128–1–8.

[48] I. N. Adamenko, K. E. Nemchenko, V. I. Tsyganok, A. I. Chervanev, Low
Temp. Phys. 20 (7) (1994) 498–504.

[49] V. M. Apalkov, M. E. Portnoi, Phys. Rev. B 65 (2002) 125310.
[50] P. J. Curran, V. V. Khotkevych, S. J. Bending, A. S. Gibbs, S. L. Lee, A. P.

Mackenzie, Phys. Rev. B 84 (2011) 104507.

4



  

highlights
The resistance of HoBaCuO single crystals is investigated

Electron-phonon scattering and fluctuation terms are 
quantified

Twin boundaries are found to reduce the transverse coherence
length

Page 1


	cover5
	paper 5



